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Morbern Bleach “Boat” Test

Step 1: Make a solution of 14% 
             bleach in water

Step 2: Cut 3 inch squares 
	        of test material

Step 3: Fold the sample 
            and staple the 
            corners	



Step 4: Staple all 4 corners 
             to make the 
            “boat”			 

Step 5: Take approx. 6 ml of 
            diluted bleach 
            solution

Step 6: Apply bleach 
             solution to each 
             sample

Step 7:  Allow to sit for 3 
		     days



Step 8: After 3 days, clean 
		    the sample with 
             water and tissue

Step 9:  Evaluate the 
              cleaned sample

                              About Morbern
                               Morbern is one of North America’s leading manufacturers and innovators of decorative vinyl upholstery fabrics. For over 50 years our 
                               focus has been on delivering total design and performance solutions in vinyl upholstery for Contract, Healthcare, Hospitality, Marine, 
                               Automotive, and Trucking markets. 
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